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INTERIOR INSPECTION




EXTERIOR INSPECTION




ROOFTOP INSPECTION




ROOFTOP INSPECTION (CONT'D)







PERIMETER AND
EQUIPMENT FLASHING




Inspect Perimeter Metal Flashings
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Inspect Base Flashing Membrane




Inspect Caulking Condition Around Base Flashing & Projections




Concrete Pavers Deterioration
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Sealant at Perimeter Metal Counterflashin
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Damaged Metal Counterflashing at Roof Top Units




Poor Base Flashing at Perimeter Edge of Roof




Poor Base Flashing at Perimeter Edge of Roof




Poor Flashing Detail




Open Seam At Base Flashing
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DRAINS
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Poor Drainage
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Ponding Water
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Deloris On Roof
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PENETRATIONS




Poor Pitch Pans
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Open Wall Penetrations /




Sealant Poor Condition




Sealant Poor Condition
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DOCUMENTATION




INSPECTING THE BUILT
UP ROOF




Windscour in Corner
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Vegetation Growth Through Possible Membrane Split
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Loss of Gravel Embedment







Severe Blistering
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Bitumen Erosion Leading to Bare Felts




NSPECTING MO D BITUMEN
NOIOJN




Cracked Base Flashing




Granule Loss




Split Developing 1in Cap Ply




Corner Flashing Open
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Detail showing Signs of Failure




Drainage Ineffective
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Granule Loss Due To Foot Traftic
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Ridging within the roof memb/%




INSPECTING SINGLE
PLY MEMBRANES
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Hole From Missing Fastener
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Failed Seam




Puncture Possibility - Cracked Patio Slabs




Cuts 1n the membrane
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Failed Repair
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Incorrect Detail — Incorrect Repair




NON-DESTRUCTIVE SURVEYS
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THERMAL IMAGE PHOTO IMAGE




